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STRUCTURAL MATERIALS TESTING BRANCH
OFFICE OF STRUCTURAL MATERIALS
CALIFORNIA DEPARTMENT OF TRANSPORTATION

PREQUALIFIED LIST OF RESISTANCE WELDING FABRICATORS

UPDATED
August 17, 2011

I

. . . . i Large Diameter
Resistance Welding Rebar Type Welding Machine Small Dl?‘f‘,‘et:’,r Hoop Hoo gQualifica tion
Fabricator and Size Identification (S/N) Qualification P
(2.5 ft or Smaller) (Larger than 2.5 ft)
Approved Approved
ASTM A 706 #4 Welder #1 Expires December 17, 2011 Expires April 13,2012
Welder #2 Not Approved Approved
Samples Not Submitted Expires April 13,2012
Approved Approved
ASTM A 706 #5 Welder #1 Expires December 17, 2011 Expires April 13, 2012
Welder #2 Not Approved Approved
cder Samples Not Submitted Expires April 13,2012
Approved Approved
ASTM A 706 46 Welder #1 Expires December 17, 2011 Expires April 13, 2012
Welder #2 Not Approved Approved
Samples Not Submitted Expires April 13,2012
CMC Rebar Welder #1 Expi DApprﬁve% 2011 Expi A[/)xprqlvei(; 2012
. xpires December 17, xpires April 13,
Etiwanda ASTM A 706 #7 Welder #2 Not Approved Approved
clder Samples Not Submitted Expires April 13,2012
Approved Approved
ASTM A 706 #3 Welder #1 Expires December 17, 2011 Expires April 13,2012
Welder #2 Not Approved Approved
Samples Not Submitted Expires April 13,2012
Not Approved Approved
ASTM A 706 #9 Welder #1 Samples Not Submitted Expires April 13,2012
Welder #2 Not Approved Not Approved
Samples Not Submitted Samples Not Submitted
Not Approved Approved
Welder #1 Samples Not Submitted Expires April 13,2012
ASTM A 706 #10
Welder #2 Not Approved Not Approved
Samples Not Submitted Samples Not Submitted
Approved Approved
ASTM A 706 #4 Welder #3 Expires July 8, 2012 Expires May 26, 2012
Approved Approved
ASTM A 706 #5 Welder #3 Expires July 8, 2012 Expires May 26, 2012
Approved Approved
ASTM A 706 #6 Welder #3 Expires July 8, 2012 Expires May 26, 2012
CMC Rebar ASTM A 706 #7 Welder #3 Approved Approved
Bloomington Expirzs July 8(,1 2012 Expire[i May 23, 2012
pprove pprove
ASTM A 706 #8 Welder #3 Expires July 8, 2012 Expires July 8, 2012
Not Approved Approved
ASTM A 706 #9 Welder #3 Samples Not Submitted Expires May 26, 2012
Not Approved Approved
ASTM A706#10 Welder #3 Samples Not Submitted Expires May 26, 2012
Approved Not Approved
ASTM A 706 #4 48447 Expires May 19, 2012 Samples Not Submitted
Approved Approved
ASTM A 706 #5 48447 Expires May 19, 2012 Expires May 26, 2012
Approved Approved
CMC Rebar ASTM A 706 #6 48447 Expires May 19, 2012 Expires May 26, 2012
Trac Approved Approved
y ASTM A 706 #7 48447 Expires May 19, 2012 Expires May 19, 2012
Not Approved Approved
ASTM A 706 #8 48447 Samples Not Submitted Expires May 19, 2012
Not Approved Not Approved
ASTM A 706 #9 48447 Samples Not Submitted Samples Not Submitted

NOTE: This table was prepared to provide a reference source for resistance (flash) welded rebar splice fabricators currently prequalified
for use by Caltrans. Caltrans assumes no liability or responsibility for the accuracy or validity of this information if used by other entities. If
you have any questions about this list, please contact the Office of Structural Materials at (916) 227-7251.
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STRUCTURAL MATERIALS TESTING BRANCH
OFFICE OF STRUCTURAL MATERIALS
CALIFORNIA DEPARTMENT OF TRANSPORTATION

PREQUALIFIED LIST OF RESISTANCE WELDING FABRICATORS

UPDATED
August 17, 2011

Small Diameter Hoop

Large Diameter

Resistance Welding Rebar Type Welding Machine . .
. . . . i i Hoop Qualification
Fabricator and Size Identification (S/N) Qualification pQ
(2.5 ft or Smaller) (Larger than 2.5 ft)
10599 Approved Not Approved
Expires July 1. 2012 Samples Not Submitted
ASTM A 706 #4 66630 Approved Approved
Expires November 30, 2012 Expires May 19, 2012
10599 Approved Not Approved
ASTM A 706 #5 Expires July 1, 2012 Samples Not Submitted
66630 Approved Approved
Expires November 30, 2012 Expires May 19, 2012
10599 Approved Approved
ASTM A 706 #6 Expires July 1, 2012 Expires March 8, 2013
66630 Approved Approved
Expires November 30, 2012 Expires May 19, 2012
. Approved Approved
Harris ASTM A 706 47 10599 Expires Julyl, 2012 Expires July 1, 2012
Salinas Rebar Approved Not Approved
66630 Expires June 9, 2012 Samples Not Submitted
10599 Not Approved Approved
Samples Not Submitted Expires May 19, 2012
ASTM A 706 #8 66630 Not Approved Not Approved
Samples Not Submitted Samples Not Submitted
10599 Not Approved Approved
ASTM A 706 #9 Samples Not Submitted Expires August 18, 2012
66630 Not Approved Not Approved
Samples Not Submitted Samples Not Submitted
10599 Not Approved Approved
Samples Not Submitted Expires September 30, 2011
ASTM A 706 #10 66630 Not Approved Not Approved
Samples Not Submitted Samples Not Submitted
Approved Approved
ASTM A 706 #3 H5746R Expires Aug. 18, 2013 Expires Aug. 18, 2013
Approved Approved
ASTM A 706 #4 H5746R Expires Aug. 18, 2013 Expires Aug. 18, 2013
Approved Approved
ASTM A 706 #5 H5746R Expires Aug. 18, 2013 Expires Aug. 18, 2013
Approved Approved
TNT ASTM A 706 #6 H5746R Expires Aug. 18, 2013 Expires Aug. 18, 2013
Rebar Approved Approved
ASTM A 706 #7 H5746R Expires Aug. 18, 2013 Expires Aug. 18,2013
Not Approved Approved
ASTM A 706 #8 H5746R Samples Not Submitted Expires Aug. 18, 2013
Not Approved Approved
ASTM A 706 #9 H5746R Samples Not Submitted Expires Aug. 18, 2013
ASTM A 706 #10 H5746R Not Approved Not Approved

Samples Not Submitted

Samples Not Submitted

NOTE: This table was prepared to provide a reference source for resistance (flash) welded rebar splice fabricators currently prequalified
for use by Caltrans. Caltrans assumes no liability or responsibility for the accuracy or validity of this information if used by other entities. If
you have any questions about this list, please contact the Office of Structural Materials at (916) 227-7251.
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