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USE WITH 2006 STANDARDS.

Add to SSP 19‑010.

1.  Use when subbase, base or pavement is not to be placed on the grading plane, grading only.

When a layer of specified material is not to be placed on the basement material, the finished grading plane shall not vary more than 0.10‑foot above or below the grade established by the Engineer.  The requirements for obtaining a relative compaction of 95 percent, as provided in the first 2 paragraphs in Section 19‑5.03, "Relative Compaction (95 Percent)," of the Standard Specifications shall not apply when a layer of specified material is not to be placed on the basement material.

2.  Use when concrete pavement is to be placed on the grading plane.

When concrete pavement is to be placed on the grading plane, the grading plane shall not extend above the grade established by the Engineer.

3.  Use when concrete base is to be placed on the grading plane.

When concrete base is to be placed on the grading plane, the grading plane shall not extend above the grade established by the Engineer.

4.  Use when the project has structure approach embankments.

The grading plane of embankments beneath structure approach slabs and beneath the thickened portion of sleeper slabs shall not project above the grade established by the Engineer.
