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Use when grooving  existing Portland cement concrete pavement or bridge decks is required.

The grooved width shown on the plans should be 0.6‑m less than the lane width rounded to the nearest meter, except that the lane width should never be less than 2.8 m.

"MATERIALS INFORMATION" must include a site within State highway right of way and method of handling residue.

1*.  Edit as applicable.

10‑1.__  GROOVE EXISTING CONCRETE PAVEMENT

Grooving existing portland cement concrete pavement and asphalt concrete pavement and bridge decks shall conform to the provisions in Section 42‑1, "Grooving," of the Standard Specifications.

