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Dolores Valls, Deputy Division Chief 
Offices of Structure Construction 

 
Subject:  Review of Contractor’s Quality Control Plan (QCP) for Field 
                Welding 

 
 
The following link should be used for assistance in reviewing a QCP. Contact the Structure 
Materials Representative appropriate to your EA or District and they will specify who should 
receive the plan.  
 

http://www.dot.ca.gov/hq/esc/Translab/smforms/StructuralMaterialsRepresentatives.pdf  
 

• Form METS QCP-1: Contractor’s QCP Submittal for Field Welding  
 
This checklist details necessary requirements of the contractor’s QCP submittal and should be 
made available to the contractor at the pre-construction meeting. The form is intended to 
facilitate the contractor preparation of their QCP and to ensure a complete submittal plan per the 
contract requirements. The Structure Representative shall review the Contractor’s QCP for 
completeness prior to sending to METS.  
 

• Form METS QCP-5: METS Letter of Transmittal 
 
This form will accompany the Contractor’s QCP package when returned to the Engineer. The 
METS Reviewer will evaluate the Contractor’s QCP by checking the elements listed on this 
form. 
 
Attachment 
  
c:  BCR&P Manual Holders  

Consultant Firms  
P. Stolarski, METS  
R. Pieplow, HQ Const. 

https://mets.dot.ca.gov/metsrepresentatives.php
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METS QCP-1 - CONTRACTOR'S QCP SUBMITTAL FOR FIELD WELDING 

To: _____________________________________________, Resident Engineer  Date of Submittal:  

From: ______________________________________, Contractor ____________________________________,Name of QCM 

Contract No.: ____________________________ Welding Firm:  

Material to be Welded: ____Piles, ____Reinf. Steel, ____Col. Casings, ____

 ____  ____ ____ ____ _________________________________________ 

_____ _____  _____

Structural Steel (New & Existing) 

NDT Required : RT,

  

UT, MT, None  Name of NDT Firm:

Specifications : AWS D1.1 (      ), D1.4 ( ), D1.5 (       ) ( Indicate Yr. Edition)

Our Quality Control Plan for field welding to be performed on the subject contract is submitted for your review and approval.  The items
checked below are submitted herewith.  

 
                                       

 

                        
                                                                                                        

 

 

 

 
 

 
 

   

    

QCP ITEMS TO BE SUBMITTED AS A MINIMUM QCP ITEMS TO BE SUBMITTED AS A MINIMUM SUBMITTEDSUBMITTED N /AN /A  
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For R.E.Use 

1. Organization Chart showing all QC Personnel & their duties

2. Name & Qualifications of QCM

3.  Names of QC Inspectors - Provide copy of CWI
Certification for each. No. of submittals ______ 

4.  Names & Qualifications of Asst. QC Inspectors – Provide Assoc. CWI
Cert. or resume.  No. of submittals______

5. Procedures Manual of NDT Firm to be used.  List names of certified
personnel, NDT equipment, test procedures, calibration methods, typical
reports, and safety procedures.

6.  Certifications for Level II NDT Technicians No. of 
submittals ______ 

7. Methods and frequencies of NDT Inspections

8. Method of tracking and identifying weld joints & welders

9.  Prequalified WPS (PQR not required) No. of submittals____

10. WPS' requiring PQR tests.  No. of submittals & tests_______

11. Electrode & Shielding Gas Certs. For each weld process and base metal
combination  _____No. of submittals

12. Welder Certifications for each process & position that each will perform.
   No. of submittals______ 

14. Visual Inspection Procedures (frequencies, gages & tools)

15. Daily Production & Inspection Log of Welds by QC Inspector

16. Action Plan for reporting non-conforming welds

17. Standard Weld Repair Procedures

18. Certificate of Compliance Form to be used

19. One copy each of applicable AWS Welding Codes
No. furnished ______ 

20. Other:

QCM Signature: 
(Printed Name)  

 



      

  

    

   

 
 
 

 

 

 

 

 

 

 
 

 

 

    

    

    

     

    

 
    

    

    

    

    

    

    

    

    

    

 

 

 
 
 

METS QCP-5 - METS LETTER OF TRANSMITTAL 
REVIEW OF CONTRACTOR'S QUALITY CONTROL PLAN FOR FIELD WELDING 

To      : ___________________________________, Res. Engineer Date of this Transmittal :_____________ 

From : ___________________________________ ,Section Chief Contract No. :_____________________ 

 The Contractor's Quality Control Plan submittal has been reviewed. 

 _____ QCP substantially complies with specification requirements and approval is recommended. 

       _____ QCP needs to be resubmitted and unacceptable (reject) items corrected as per comments. 

General Contractor :_________________________________ Contractor's QCM:_____________________________ 

Welding Firm :_____________________________________ ___________________________________  NDT Firm :

Materials to be Welded : ____Struct. Steel ____Misc. Steel  ____Rebar ____Col. Casings  ____H-Pile ____Pipe Pile 

Date of Receipt (R.E.) : ______________ Date of Receipt (METS) :__________________ 

QCP DOCUMENTS REVIEWED # OF 
SUBMITTALS 

ACCEP 
T 

REJEC 
T 

COMMENTS 

1. Organizational Chart - QC Personnel

2. QC Manager (QCM)

3. QC Inspectors (Certs. and eye exam)

4. Asst. QC Inspectors (Certs.)

5. NDT Firm - Procedure Manual

6. Weld and Welder ID and Tracking
System

7. WPS/PQR Submittals

8. Electrode Certs.

9. Welder Qualifications

10. Visual Inspection Procedures

11, Daily Inspection & Production Log 
(Format) 

12. Non-conformance Report & Action
Plan

13. Standard Weld Repair Procedures

14. Welding Cert. of Compliance (Format)

15. Copies of applicable AWS Codes

NAME OF METS REVIEWER :_________________________________________ DATE COMPLETED __________________ 
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