
                            
 

 

  
 

 
  

    

       

        

      

       
   

       
   

        

      

       

      

      

     

       

      

     

 
  

 
 

   

        

      
 

      
 

       

Local Assistance Procedures Manual Exhibit 16-T2 
Materials Requiring a Certificate of Compliance per the Greenbook 

Greenbook 2018 
Materials Requiring a Certificate of Compliance or Certified Test Reports 

Material Section # Section Title Additional Comments 

1 4-5 Certificate of Compliance General Requirements 

2 Weighing and Metering Equip. 4-7 Weighing and Metering Equipment Engineer to "approve" prior to operation. 

3 Cement 201-1.21 Cement 

4 Fly Ash 201-1.2.5.3 Fly Ash Specific language/info required on the COC. 
Must also submit test data upon request. 

5 Pozzolans 201-1.2.5.4 Class N Pozzolans Specific language/info required on the COC. 
Must also submit test data upon request. 

6 Joint Sealant , Type E 201-3.9 Test Report and Certification Specific language/info required on certified test reports. 

7 Curing Compound 201--4.3 Test Report and Certification Must submit certified test report upon request. 

8 Paving Asphalt 203-1.3 Test Report and Certification Specific language/info required on certified test reports. 

9 Liquid Asphalt 203-2.2 Test Report and Certification Specific language/info required on certified test reports. 

10 Microsurfacing Emulsion (MSE) 203-3.5 Certificate of Compliance With each load. Must also submit test data upon request. 

11 Latex 203-10.2.2 Latex Specific language/info required on the COC. 

12 Asphalt Rubber Hot Mix (ARHM) 203-11.2 Materials Must also submit test reports with the COC. 

13 Crumb Rubber Modifier (CRM) 203-11.2.3.1 General (Crumb Rubber Modifier) Specific language/info required on the COC. 

14 Treated Wood 204-2.4 Quality Control Specific language/info required on the COC. 

15 
Structural Steel , Rivets, Bolts, Pins 

206-1.1.2 Certification Specific language/info required on certified test reports. 

16 Gray Iron and Ductile Iron Castings 206-3.4.2.1 General (Tensile Testing) Must also submit test reports with the COC. 

17 Gray Cast Iron Castings 206-3.4.2.2 Gray Cast Iron Castings Specific language/info required on the COC and must submit 
certified test results. 

18 Ductile Iron Castings 206-3.4.2.3 Ductile Iron Castings Specific language/info required on the COC and must submit 
certified test results. 

19 Corrugated Steel Pipe, pipe arches. 207-11.2.1 General (Materials) 

Page 1 of 2 
January 2020 



                            
 

 

  
 

     

     

      

       

     

      

     

     
 

      

     

      

      

     
 

      

      

 

Local Assistance Procedures Manual Exhibit 16-T2 
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20 Structural Steel Products 207-12.2.1 General (Materials) Specific language/info required on the COC. 

21 Structural Aluminum Products 207-14.2.1 General (Materials) Specific language/info required on the COC. 

22 PVC Pipe 207-17.4.1 General (Test Requirements) 

23 PolyPropylene Pipe 207-25.6.1 General (Man. Facility Testing) 

24 Materials used in Sewers 211-2 Chemical Resistance (Pickle Jar) Test Specific language/info required on the COC. 

25 Viscometer Calibration 211-4.2 Calibration 

26 Engineering Geosynthetics 213-1 General (Engineering Geosynthetics) Specific language/info required on the COC. 

27 Traffic Paint, Thermo and Markers 214-2 Test Reports And Cert. of Compliance Specific language/info required on certified test reports OR 
COC 

28 Precast Reinforced Concrete Box 216-8 Basis of Acceptance 

29 Fiberglass Standards 700-3.3.4 Fiberglass Standards Specific language/info required on the COC and test reports. 

30 Conductors for Series Circuits, 5000V 700-4.2.2 Conductors for Series Circuits 

31 Conductors and Cable 700-5.3.1 General (Conductors and Cable) 

32 Lamp Receptable Conductors 700-5.5.7 Electrical Components COC Required if required information is not marked on the 
insulation. 

33 LED Signal Modules 700-5.5.11.8 Certificate of Compliance 

34 LED Pedestrian Signal Module 700-5.6.6.7 Certificate of Compliance 
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Materials Requiring a Certificate of Compliance per the Greenbook



		Greenbook 2018
Materials Requiring a Certificate of Compliance or Certified Test Reports



		Material

		Section #

		Section Title

		Additional Comments



		1

		 

		4-5

		Certificate of Compliance

		General Requirements



		2

		Weighing and Metering Equip. 

		4-7

		Weighing and Metering Equipment

		Engineer to "approve" prior to operation.



		3

		Cement

		201-1.21

		Cement

		 



		4

		Fly Ash

		201-1.2.5.3 

		Fly Ash

		Specific language/info required on the COC.  
Must also submit test data upon request. 



		5

		Pozzolans

		201-1.2.5.4 

		Class N Pozzolans

		Specific language/info required on the COC.  
Must also submit test data upon request. 



		6

		Joint Sealant , Type E

		201-3.9

		Test Report and Certification

		Specific language/info required on certified test reports.



		7

		Curing Compound

		201--4.3

		Test Report and Certification

		Must submit certified test report upon request.



		8

		Paving Asphalt

		203-1.3

		Test Report and Certification

		Specific language/info required on certified test reports.



		9

		Liquid Asphalt

		203-2.2

		Test Report and Certification

		Specific language/info required on certified test reports.



		10

		Microsurfacing Emulsion (MSE)

		203-3.5

		Certificate of Compliance

		With each load. Must also submit test data upon request.



		11

		Latex

		203-10.2.2

		Latex

		Specific language/info required on the COC.



		12

		Asphalt Rubber Hot Mix (ARHM)

		203-11.2

		Materials

		Must also submit test reports with the COC.



		13

		Crumb Rubber Modifier (CRM)

		203-11.2.3.1

		General (Crumb Rubber Modifier)

		Specific language/info required on the COC.



		14

		Treated Wood

		204-2.4

		Quality Control

		Specific language/info required on the COC.



		15

		Structural Steel , Rivets, Bolts, Pins





		206-1.1.2

		Certification

		Specific language/info required on certified test reports.



		16

		Gray Iron and Ductile Iron Castings

		206-3.4.2.1

		General (Tensile Testing)

		Must also submit test reports with the COC.



		17

		Gray Cast Iron Castings

		206-3.4.2.2

		Gray Cast Iron Castings

		Specific language/info required on the COC and must submit certified test results.



		18

		Ductile Iron Castings

		206-3.4.2.3

		Ductile Iron Castings

		Specific language/info required on the COC and must submit certified test results.



		19

		Corrugated Steel Pipe, pipe arches.

		207-11.2.1

		General (Materials)

		[bookmark: _GoBack] 



		20

		Structural Steel Products

		207-12.2.1

		General (Materials)

		Specific language/info required on the COC.



		21

		Structural Aluminum Products

		207-14.2.1

		General (Materials)

		Specific language/info required on the COC.



		22

		PVC Pipe

		207-17.4.1

		General (Test Requirements)

		 



		23

		PolyPropylene Pipe

		207-25.6.1 

		General (Man. Facility Testing)

		 



		24

		Materials used in Sewers

		211-2

		Chemical Resistance (Pickle Jar) Test

		Specific language/info required on the COC.



		25

		Viscometer Calibration

		211-4.2

		Calibration

		 



		26

		Engineering Geosynthetics

		213-1

		General (Engineering Geosynthetics)

		Specific language/info required on the COC.



		27

		Traffic Paint, Thermo and Markers

		214-2

		Test Reports And Cert. of Compliance

		Specific language/info required on certified test reports OR COC



		28

		Precast Reinforced Concrete Box

		216-8

		Basis of Acceptance

		 



		29

		Fiberglass Standards

		700-3.3.4

		Fiberglass Standards

		Specific language/info required on the COC and test reports.



		30

		Conductors for Series Circuits, 5000V

		700-4.2.2

		Conductors for Series Circuits

		 



		31

		Conductors and Cable

		700-5.3.1

		General (Conductors and Cable)

		 



		32

		Lamp Receptable Conductors

		700-5.5.7

		Electrical Components

		COC Required if required information is not marked on the insulation.



		33

		LED Signal Modules

		700-5.5.11.8

		Certificate of Compliance

		 



		34

		LED Pedestrian Signal Module

		700-5.6.6.7

		Certificate of Compliance
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